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CHENGDU FORESIGHT COMPOSITE CO., LTD  

FOUR GROUP, GUANGMING, LONGTAN TOWNSHIP, CHENGHUA DISTRICT, CHENGDU CITY, 

SICHUAN PROVINCE, P.R. CHINA  

 

THE TEST REPORT IS TO SUPERSEDE THE TEST REPORT No.: AJFS1711010551FF, DATE: 

DEC.06, 2017. 

The following sample(s) was / were submitted and identified on behalf of the client as:    

Sample Description: PVC VENTILATION DUCT MATERIAL  

SGS Ref No.: GZIN1711056202PC 

Manufacturer: CHENGDU FORESIGHT COMPOSITE CO., LTD 

Product Specification: SDC1015 

 

Test Requested:  

DIN 75200:1980 Determination of burning behaviour of interior materials in motor vehicles. 

 

Test Results: -- See attached sheet -- 

 

Test Period:  

Sample Receiving Date : NOV.29, 2017 

Test Performing Date : NOV.29, 2017 TO DEC.05, 2017 

 
Signed for and on behalf of 
SGS-CSTC Co., Ltd. Anji Branch 
 
 
 
 
 

Allen Zou 
Technical Manager 
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I. Test reference 

This test is conducted accordance with DIN 75200:1980 Determination of burning behaviour of interior 

materials in motor vehicles.   

II. Sample details 

Description / Color  PVC / Orange  

Density 539 g/m
2
 

Size of sample Length: 356mm        Width: 102mm       

 

Conditioning T :23± 2℃       H :50±5 %          at least 24h but not more than 7 days 

 

III. Test results 

Specimen No. 
Burn time 
(Seconds) 

Burn length 
(mm) 

Burn rate 
(mm/min) 

1 0 0 SE/SE 

2 0 0 SE/SE Length  

3 0 0 SE/SE 

4 0 0 SE/SE 

5 0 0 SE/SE Width  

6 0 0 SE/SE 

 

Calculation 

The burning rate, in millimeters per minute, is given by the formula. 

B=60s/t      

Where, 

B= Burning rate in mm/min 

s= Length of burnt distance in mm 

t= Time taken to cover the burnt distance in s 

 

Remark: 

0*-SE (0 mm/min): Self Extinguishing, the material ignites on either surface, but the flame 

extinguished before reaching the first scribed line.  

 

Remark: The test report shall only be used for client internal reference.   
To be continued… 
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Photo Appendix: 

 

 

 

SGS authenticate the photo on original report only 

***End of Report*** 
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